1099 E Champlain Dr. Ste A - 1087
Fresno, CA 93720, USA

Email : info@ezwatertechnology.us
Helpline Sales : 1408.777.6275 EZ Water Technology Inc.

Helpline Shipments: 1.408.669.5444 Design, Engg. & Manufacturing of Finest Components.

>>> High hardness with low dust generation

are tested and certified by NSF
International against NSF/ANSI standard 42
for material requirement only

COMPONENT
Certified to
NSF/ANSI 61 These carbon blocks cartridges
>>> Excellent purity, with most products exhibiting no more
than 3-5% ash content.

1S0 9001

>>> Renewable and green raw material. conttioaton

Certification

>>> Very high surface area characterized by a large proportion
of micropores



Mesh Size (ASTM) 8 x 30

COCONUT SHELL CHARCOAL
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EZ Water Technology Inc.

Design, Engg. & Manufacturing of Finest Components,
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GRANULATED ACTIWATED
BON
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POWDERED ACTIVATED CARBON

Mesh Size (ASTM) 8 x 16

Specifications ACN ASTM Method Specifications ACN ASTM Method
CTC No. min 60 ASTM D3476-04 CTC No. mim 60 ASTM D3476-04
lodine Number, min 1200 mg/g ASTM D4607-94 lodine Number, min 1200 mg/g ASTM D4607-94

Apparent Density

0.48-0.50 g/cc

ASTM 2854-09

Abrasion No., min

85%

AWWA B 604/74

Hardness, min

95%

ASTM D3802-89

Ash, max

5%

ASTM D2866-94

Moisture as packed, max

2%

ASTM D2867-99

U.S. Standard Sieve Size

8x30

ASTM D2862-10

Larger than, max

5%

Smaller then, max

5%

Apparent Density

0.48-0.50 g/cc

ASTM 2854-09

Abrasion No., min

85%

AWWA B 604/74

Hardness, min

95%

ASTM D3802-89

Ash, max

5%

ASTM D2866-94

Moisture as packed, max

2%

ASTM D2867-99

U.S. Standard Sieve Size

8x16

ASTM D2862-10

Larger than, max

5%

Smaller then, max

5%

EZ CSAC high activity granular activated carbon manufactured by steam
activation of select coconut shell charcoal. Its large micropore volume makes it
particularly well suited for the removal of low molecular weight organic
compounds and their chlorinated by-products such as chloroform and other
trihalomethanes (THMs). It is also ideally suited for the removal of oxidizing
agents such as chlorine and ozone from water. An important feature of this
material is its superior mechanical hardness and the extensive dedusting during

its manufacture ensures an exceptionally clean activated carbon product.

Mesh Size (ASTM) 30 x 60

Mesh Size (ASTM) 12 x 40

Specifications ACN ASTM Method Specifications ACN ASTM Method
CTC NCTC No. Min 60 ASTM D3476-04 CTC No. Min 60 ASTM D3476-04
lodine Number, min 1200 mg/g ASTM D4607-94 lodine Number, min 1200 mg/g ASTM D4607-94

Apparent Density

0.48-0.50 g/cc

ASTM 2854-09

Abrasion No., min

85%

AWWA B 604/74

Hardness, min

95%

ASTM D3802-89

Ash, max

5%

ASTM D2866-94

Moisture as packed, max

2%

ASTM D2867-99

U.S. Standard Sieve Size

30x60

ASTM D2862-10

Larger than, max

5%

Smaller then, max

5%

Apparent Density

0.48-0.50 g/cc

ASTM 2854-09

Abrasion No., min

85%

AWWA B 604/74

Hardness, min

95%

ASTM D3802-89

Ash, max

5%

ASTM D2866-94

Moisture as packed, max

2%

ASTM D2867-99

U.S. Standard Sieve Size

12x30

ASTM D2862-10

Larger than, max

5%

Smaller then, max

5%
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-: EZ Water Technology Inc.

Design, Engg. & Manufacturing of Finest Components.

GRANULATED ACTIVATED
BON

POWDERED ACTIVATED CARBON

COCONUT SHELL

Mesh Size (ASTM) 12 x 30 Mesh Size (ASTM) 6 x 12

Specifications ACN ASTM Method Specifications ACN ASTM Method
CTC No. Min 60 ASTM D3476-04 CTC No. Min 60 ASTM D3476-04
lodine Number, min 1200 mg/g ASTM D4607-94 lodine Number, min 1200 mg/g ASTM D4607-94
Apparent Density 0.48-0.50 g/cc ASTM 2854-09 Apparent Density 0.48-0.50 g/cc ASTM 2854-09
Abrasion No., min 85% AWWA B 604/74 Abrasion No., min 85% AWWA B 604/74
Hardness, min 95% ASTM D3802-89 Hardness, min 95% ASTM D3802-89
Ash, max 5% ASTM D2866-94 Ash, max 5% ASTM D2866-94
Moisture as packed, max 2% ASTM D2867-99 Moisture as packed, max 2% ASTM D2867-99
U.S. Standard Sieve Size 12x30 ASTM D2862-10 U.S. Standard Sieve Size 6x12 ASTM D2862-10
Larger than, max 5% Larger than, max 5%
Smaller then, max 5% Smaller then, max 5%

EZ CSACThe very large internal surface areas characterized by
microporosity along with high hardness and low dust make these coconut
shell carbons particularly attractive for water and critical air applications as
well as point-of-use water filters and respirators.

EZ CSAC, as a manufacturer and f coconut shell based carbons,
stocks a wide range of high-quality products. In addition to granular forms, we
have a variety of pelletized grades (3mm, 4mm & 5mm) available for delivery to
any destination worldwide.

Mesh Size (ASTM) 60 x 200 Mesh Size (ASTM) 50 x100

Specifications ACN ASTM Method Specifications ACN ASTM Method
CTC No. Min 60 ASTM D3476-04 CTC No. Min 60 ASTM D3476-04
lodine Number, min 1200 mg/g ASTM D4607-94 lodine Number, min 1200 mg/g ASTM D4607-94
Apparent Density 0.48-0.50 g/cc ASTM 2854-09 Apparent Density 0.48-0.50 g/cc ASTM 2854-09
Abrasion No., min 85% AWWA B 604/74 Abrasion No., min 85% AWWA B 604/74
Hardness, min 95% ASTM D3802-89 Hardness, min 95% ASTM D3802-89
Ash, max 5% ASTM D2866-94 Ash, max 5% ASTM D2866-94
Moisture as packed, max 2% ASTM D2867-99 Moisture as packed, max 2% ASTM D2867-99
U.S. Standard Sieve Size 60x200 ASTM D2862-10 U.S. Standard Sieve Size 50x100 ASTM D2862-10
Larger than, max 5% Larger than, max 5%

Smaller then, max 5% Smaller then, max 5%
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